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TYPICAL PLAN OF DRIVEWAY APPROACH

GENERAL NOTES

DRIVEWAY SHALL BE SURFACED WITH EITHER FOUR 4 INCHES OF
ASPHALTIC CONCRETE OR TWO 2 INCHES OF ASPHALTIC CONCRETE
ON A FOUR 4 INCH COMPACTED CRUSHED AGGREGATE BASE.

ALL FILL MATERIAL SHALL BE COMPACTED TO 90% OF STANDARD
MAXIMUM DENSITY.

THIS STANDARD SUPERCEDES STANDARD
PLAN D-US WITH ENTRY NOC.84028
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